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Energy-Dispersive X-ray Analysis Report
 ADVANCE \u 12
 TC \l2 "
 ADVANCE \u 12Attard’s Minerals TC \l2 "
 ADVANCE \u 12Smith2-main1.doc TC \l2 "
 ADVANCE \u 125/28/2010 9:43 AM TC \l2 "
Smith-2: main phase TC \l2 "
Acquisition Parameters 



Analysis TC \l5 "
Accelerating voltage (kV)
20.0 TC \l4 "
Correction Method
PAP TC \l4 "

Beam current (nA)
9.960
Analysis Type
StdLess TC \l4 "

Magnification TC \l5 "
500
Number of Oxygens
2

Measures & Results TC \l5 "


Elt
Line
Int
W%
A%
Formula
Ox%
Cat#



O


51.77
65.34

0.00
0.00



Na
Ka
11.4
0.83
0.73
Na2O
1.12
0.02



Al
Ka
149.7
5.87
4.40
Al2O3
11.10
0.13



Si
Ka
1055.1
40.28
28.96
SiO2
86.17
0.89



K
Ka
8.1
0.42
0.22
K2O
0.51
0.01



Ca
Ka
6.8
0.37
0.18
CaO
0.51
0.01



Fe
Ka
4.1
0.46
0.17
FeO
0.59
0.01






100.00
100.00

100.00
1.06

The white coating on this one seems to be predominately quartz with traces of feldspar or clay. 
Ron’s note: This sample was taken from the Indians area in Southern Monterey County.
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